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Surface Mining Reclamation and Enforcement, Interior § 870.20 

[62 FR 60143, Nov. 6, 1997] 

§ 870.20 How to calculate excess mois-
ture in LOW-rank coals. 

Here are the requirements for calcu-
lating the excess moisture in low-rank 
coals for a calendar quarter. ASTM 
standards D2234–89, Standard Test Meth-
ods for Collection of a Gross Sample of 
Coal; D3302–91, Standard Test Method for 
Total Moisture in Coal; and, D1412–93, 
Standard Test Method for Equilibrium 
Moisture of Coal at 96 to 97 Percent Rel-
ative Humidity and 30 °C are incor-
porated by reference as published in 
the 1994 Annual Book of ASTM Stand-
ards, Volume 05.05. The Director of the 

Federal Register approved this incorpo-
ration by reference in accordance with 
5 U.S.C. 552(a) and 1 CFR part 51. Each 
applicable ASTM standard is incor-
porated as it exists on the date of the 
approval, and a notice of any change in 
it will be published in the FEDERAL 
REGISTER. You may obtain copies from 
the ASTM, 100 Barr Harbor Drive, West 
Conshohocken, Pennsylvania 19428. A 
copy of the ASTM standards is avail-
able for inspection at the Office of Sur-
face Mining Reclamation and Enforce-
ment, Administrative Record, Room 
120, 1951 Constitution Avenue, NW., 
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Washington, DC, or at the National Ar-
chives and Records Administration 
(NARA). For information on the avail-
ability of this material at NARA, call 
202–741–6030, or go to: http:// 
www.archives.gov/federallregister/ 
codeloflfederallregulations/ 
ibrllocations.html. 

(a)(1) Calculate the excess moisture 
percentage using one of these equa-
tions: 

EM TM IM

or

EM TM IM
TM

IM

= −

= − × −
−

⎛
⎝

⎞
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100

100

(2) EM equals excess moisture per-
centage. TM equals total as-shipped 
moisture percentage calculated accord-
ing to Table 1 of this section. IM equals 
inherent moisture percentage cal-
culated according to Tables 2 and 3 of 
this section. 

(b) Multiply the excess moisture per-
centage by the tonnage from the bona 
fide sales, transfers of ownership, or 
uses by the operator during the quar-
ter. 
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Surface Mining Reclamation and Enforcement, Interior § 870.21 

[62 FR 60146, Nov. 6, 1997] 

§ 870.21 Late payments. 

(a) Fee payments postmarked later 
than 30 days after the calendar quarter 
for which the fee was owed are subject 
to interest. Late reclamation fee pay-
ments are subject to interest at the 
rate established by the U.S. Depart-
ment of the Treasury for late charges 
on payments to the Federal Govern-
ment. The Treasury current value of 

funds rate is published annually in the 
FEDERAL REGISTER and on Treasury’s 
Web site. 

(b) We will charge interest on unpaid 
reclamation fees from the 31st day fol-
lowing the end of the calendar quarter 
for which the fee payment is owed to 
the date of payment. If you are delin-
quent, we will bill you monthly and 
initiate whatever action is necessary 
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